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AFM GLOBAL ITHALAT IHRACAT SAN. VE TiC. LTD. STi.
SENLIKKOY MAH. FLORYA CAD. NO: 14-16B BAKIRKOY/ISTANBUL

TEL: 0532058 57 29

To the attention of Enes Giingor

The following sample(s) was (were) submitted and identified by/on behalf of the client as:

Sample No.

Sample Description

A

PAINT PROTECTION FILM / BOYA KORUMA FILMI

Client’s reference No.

Color
Reference No.

TR 2713366

TRANSPARENT

OLEX PLATINUM SERIES, OLEX CARAT SERIES, OLEX CRYSTAL
SERIES, OLEX ULTRA SERIES

Manufacturer . OLEX FILMS

Sample Receiving Date .17 September 2025

Test Performing Period : 17 September 2025~14 October 2025
Overall Conclusion PASS

Test Results

Please refer to the next page(s).

Performed Test Summary: Selected test(s) as requested by client against Client’s performance standard.
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SGS applied shared risk decision rule.
SGS does not verify authenticity of any Brand/Trademark of products. Buyers must check if the product is genuine with the Brand/Trademark owner directly.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. Unless further specified in an individual contract the sample(s) retention time is 30

days.”
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Test Parameters Result

Physical tests A
UV Exposure Test M
Remarks M = Meets client’s requirement

F = Does not meet client’s requirement

| = Inconclusive

* = No specified requirement
Notes: Conclusions on meet/fail are based on the test result from the actual sampling of the received sample(s).

Residual sample can be returned to client if requested.

The test results relate to the tested items only.
Test reports without SGS seal and authorised signatures are invalid.

Issued in Istanbul
Signed for and on behalf of
SGS Supervise Gézetme Etiid Kontrol Servisleri A.S.

RAVIYE MUTLU Bora Sirinbilek
Customer Services Supervisor Hardline C&PC Testing Services Manager
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Test: UV Exposure Test
Test Method: ASTM G154
Test Condition:

- Lamp Type: UVA-340
- Approximate Wavelength: 340 nm
- Typical Irradiance: 0.89 W/(mZenm)
- Exposure Cycle: 8h UV at (60+3) °C Black Panel Temperature;
4h Condensation at (50+3) °C Black Panel Temperature
- Exposure Duration: 240 hours

Test Result:
Sample Appearance AE*ap CIi_ent’s Conclusion
Requirement
No visual change No visual change
. - ! Pass
of film of film
- 0.28 - -
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SAMPLE PHOTO

* * * End of Test Report * * *
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